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APPLICANT : ZYDEX INDUSTRIES 
  25-A, GANDHI OIL MILL COMPOUND, 
  GORWA, 
  VADODARA – 390 016. 
  INDIA. 
   
          
 
 
SAMPLE DESCRIPTION : FOUR (4) PIECES OF SUBMITTED SAMPLES SAID TO BE FABRIC SWATCH 
IN WHITE WITH DARK GREY PRINT, MARKED AS : SET 1 
K2(62-120T), K2 OPAQUE(48-62T), K2W (62-120T), K2000(T.G), K2 WHITE (T.G), K4 CYAN, 
K4 BLACK, K2 GLITTER, K2 GLITTER (T.G), K2 FOIL/TRANSFER ADHESIVE, K2 OPAQUE WHITE, K2 
CLEAR, K2 OPAQUE CLEAR & K2W CLEAR. 
 
 
DATE RECEIVED     :  8TH AUGUST, 2006     (15:00 HRS) 
 
BUYER’S NAME   :  -- 
ORDER NO.   :  -- 
STYLE NO.   :  -- 
ARTICLE NO.   :  -- 
END USES   :  -- 
DEPARTMENT   :  -- 
SUPPLIER NAME  :  -- 
MANUFACTURER’S NAME :  -- 
TESTS CONDUCTED :  AS  PER  THE REQUEST OF THE APPLICANT . FOR FURTHER DETAILS 
PLEASE REFER TO THE ENCLOSED PAGE (S). 
 
REMARK :  ADDITIONAL REPORT FOR HEAVY METAL ANALYSIS. 
 
 
PREPARED & CHECKED BY  : 
for INTERTEK TESTING SERVICES, INDIA 

 
ANAND SATHE 
MANAGER-TFH LAB 
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TEST CONDUCTED : 
 
1. HEAVY METALS :  
 

ACID EXTRACTION METHOD WAS USED AND TOXIC ELEMENTS CONTENT WERE DETERMINED 
BY INDUCTIVELY COUPLED PLASMA (ICP). 
 
 RESULT 

 
ANTIMONY (Sb) ND 

(Detection limit 0.1 ppm) 
ARSENIC (AS) ND 

(Detection limit 0.1 ppm) 
 

BARIUM (Ba) 150 ppm 
 

CADMIUM (Cd) ND 
(Detection limit 0.1 ppm) 

CHROMIUM (Cr) ND 
(Detection limit 0.1 ppm) 

COBALT (Co) ND 
(Detection limit 0.1 ppm) 

COPPER (Cu) ND 
(Detection limit 0.1 ppm) 

LEAD (Pb) ND 
(Detection limit 0.1 ppm) 

MERCURY (Hg) ND 
(Detection limit 0.1 ppm) 

NICKEL (Ni) ND 
(Detection limit 0.1 ppm) 

 
REMARK :  ND    =  NOT DETECTED 

                        ppm  =  PARTS PER MILLION 
 
 
 
 

# END OF TEST REPORT # 


